
GC Application No. 187

Acrylates
Sample: Acrylates
Column: FS-INNOPEG-FFAP, df=0.5

30 m x 0,25 mm ID x 0,5 µm
P/N: 22517430

GC Conditions: Oven: 35°C, 9 min, 4°C/min auf 240°C, 5 min
Pressure / Carrier gas: 1,15 bar N2
Detector: FID 320°C

Peaks: 1. Vinyl acetate
2. Methyl acrylate
3. Ethyl acrylate
4. Methyl methacrylate
5. Toluene
6. n-Butanol
7. Butyl acrylate
8. n-Butylmethacrylate

9. Styrene
10. a-Methylstyrene
11. 2-Ethylhexyl acrylate
12. Ethylhexanol
13. Acrylic acid
14. Methacrylic acid
15. Acrylamide
16. 2-Ethoxyethyl methacrylate
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